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Foreword 

The L4dministrator of the National Aeronautics and Space Admin- 
istration has established a Technology Utilization Program for the 
rapid dissemination of information on technological developments 
that appear to be useful for industrial application. From a variety 
of sources, such as NA4SA resettrch centers and NASA contractors, 
space-rel>kted technology is screened, and that which has potential 
indust rial use is made generally available. 

This publication is one of a series designed to provide such tech- 
nological inform a t' ion. 

This study of the magnesium-lithium alloys is a report to manage- 
ment on the general characteristics of the alloys, their current ap- 
plications, and economic considerations for their future use. One 
objective of this report was to investigate the progress being made in 
the application of the new ultralight magnesium-lithium alloys in the 
space industry and to disseminate this information to those organiza- 
tions not acquainted n.ith the alloys and their applications. The  
second objective of the work was to explore the possible future use- 
fulness of the alloys in applications not oriented to  space flight and 
to define the technical and economic requirements for establishing 
such commercial use. 

The report does not include detailed engineering information. 

DIRECTOR 
Technology Utilization Division 
Ofice of Techwlogy  Utilizntion 
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Introduction 

~~agiiesium-litliium alloys w e  the lightest structural metals com- 
1iierci:illy avai1:ible. The alloy LA141A (Mg-140/oLi-l%Al) is 22 
percent lighter than pure m:igiiesium and 27 percent lighter than 
pure beryllium. I t  h:is as low a density as most plastics but has the 
stiffness (modulus of elasticity) of a metal. This combination of 
liglitiiess and stiffness has established magnesium-lithium alloys as the 
newest aerospace material. Industry interest in the alloys for inissile 
and space-flight purposes has come about only during the last 3 years, 
despite tlie fac t  that serious development of the alloys was started 
in this country as early as 1944. Like many other technical develop- 
ments, the magnesium-lithium alloys were developed for a purpose 
that did not materialize, and they existed for a number of years before 
they were .'discoverect" by the aerospace industry. 

Tlie Natioiial ,ieronautics and Space Administration was largely 
responsible for the introduction of these light materials to the niann- 
facturers of niissile and space hardware through its 3ponsorship of 
tlin first rese:irc.li on tlie evaluation of the alloys for niissile niid space 
iise (ref. 31).  Tlie report on that research recominmded the Mg- 
l4SLi-lL;: A1 (Li\14L\) alloy as the composition having the greatest. 
iiiiiiiecliate potential. The report, \vhirh received d e  distribution, 
pwsrntecl rriecliaiiical pro1)el.t ies, corrosion resistance, weldability, and 
pliysiral properties of tlie alloy. Since 1960, aerospace companies, 
nc:t:tbly the Lockheed Missiles :md Space Company and tlie Federal 
Systems Division of International Business Machines Corporation, 
liave Imide good use of the information presented in the NASA report 
:ind hare generated much more data on the properties and use of the 

The question naturally arises. "'C7Till the results of the efforts made 
on these alloys for aerospace usage be adaptable to commercial and 
industrial applications?" The answer to this question obviously in- 
volves economi,c, as well as technical, consideration because material 
and manufacturing costs are always major factors in the commercial 
use of any new alloy. I n  the aerospace industry empliasis must be on 
saving weight. Every pound saved in a payload represents, literally, 
thousands of dollars saved in booster design and materials. For this 

TAl-l-lA alloy. 

1 



2 STATUS OF MAGNESIUM-LITHIUM ALLOYS 

reason, extremely expensive metals, such as beryllium, may actually 
be more economical to use than a heavier, less costly alloy. 

The magnesium-lithium alloys are considerably less expensive than 
beryllium, with respect to both material and fdbrication costs. How- 
ever, they are consideraibly more expensive than commercial mag- 
nesium alloys. Therefore, while it is being demonstrated that the 
magnesium-lithium alloys are technically and economically sound 
materials for space applications, it is not clear what their future 
usefulness might be for commercial products in which cost is a major 
factor. This report is concerned with both the present space usage 
and the future commercial usefulness of the alloys. 



Summary of the Characteristics of 

Magnesium-Li th ium AI lo y s 

The magnesium-lithium alloys are characterized by lightness and 
good formability. They are light by virtue of their lithium content. 
Lithium, which has a density about half that of water, is the lightest 
of all elements except those that normally exist as gases. The alloys 
are formable because of their microstructure. Lithium tends to con- 
vert the difficult-to-form hexagonal crystal structure of magnesium to 
the inherently ductile and formable cubic struc.ture. I t  requires about 
5.7 percent of lithium for partial conversion of the structure and about 
10.3 percent to produce a completely cubic crystal structure. The 
LA141A alloy having 14 percent lithium is completely pubic. With 
this much lithium the density is only 1.35 g/cm3 (0.049 lb/in3) as 
compared with 1.74 g/cms (0.063 lb/in3) for pure magnesium. 

The magnesium-lithium system is very amenable t o  alloying with 
many other metals, most effectively with aluminum, zinc, cadmium, 
and silver. Gold, thallium, and mercury are also readily alloyed. 
( I n  a moment of discouragement during the early days of their de- 
velopment, a research engineer once remarked that the magnesium- 
lithium system seems to alloy most easily with all the metals that are 
either heavy or expensive, or both). 

When relatively small amounts of alloying elements are used in the 
magnesium-lithium base, the strength is improved over that of the 
binary alloys and can be maintained at these modest levels for an 
indefinite time at 150' to 200" F. The data in table 1, taken from 
early Battelle research, show examples of these alloying effects. 
Alloys of the above type, although not having high strength, are stable 
during use a t  the temperatures mentioned above. They are also very 
ductile, and they have lower densities than more highly alloyed 
compositions. 

Alloys that contain a total of about 10 to 20 percent of one or more of 
the elements aluminum, zinc, cadmium, or silver respond more vigor- 
ously to heat treatment than the dilute alloys and can attain very high 
strengths, e.g., tensile strengths between 50 OOO and 65 OOO lb/in2. Ex- 
amples of such alloys are Mg-12%Li-15%Cd-5%Ag, Mg-l4%Li- 
10%Al and Mg-12%Li-SO%Zn. Unfortunately, the strength dimin- 

77%-740 0 - G - 2  3 



4 STATUS OF MAGNESIUM-LITHIUM ALLOYS 

ishes gradually at 150" F or higher because of the diffusion and pm- 
cipitation of the alloying elements. Thus, the alloys lose strength at 
150° to 200" F as aluminum alloys do at 250" to 400" F. This instabil- 
ity, or tendency to lose strength at low temperatures, has been studied 
by many investigators but has not yet been overcome. 

In  the research conducted at Battelle for NASA it was decided, 
after all types of alloys had been considered, that the low-strength, 
stable type of alloy would be most appropriate for application to hard- 
ware in the aerospace industry. One of the alloys selected, Mg-14% 
Li-l-l.S%Al (LA141A) had the required stability, low density, good 
formability, and reasonable strength. The LA141A alloy has now be- 
come a commercial material, and it is this alloy that is shown in the 
applications described in the next section. Mechanical and physical 
properties of LA141A and some properties of other magnesium-lithium 
alloys that have not been made avail&le commercially are presented in 
a later section. 

TABLE l.--Effects of ALbyGng Elements Used in the Magnesium- 
Lithium Base 

Nominal alloy composition, % (balance Mg) Yield strength, 
lb/ln.a 

11  700 
18 100 
19 900 
19 100 
18 200 
17 900 

Ultimate strength, 
1blin.z 

17 300 
21 400 
27 300 
26 500 
23 200 
24 000 

Current Industrial and Government Applications 

Almost all of the applications of the magnesium-lithium alloys at 
the present time are in the aerospace field. The only exceptions are 
the M113 armored vehicle development program sponsored by the 
Army Tank-Automotive Center a t  the Dow Metal Products Company 
and the Food Machinery Corporation, which has recently been com- 
pleted, and a current ordnance appliclttion study at Hughes Aircraft 
Company. I n  the following sections the activities of the companies 
and Government agencies which manufacture or develop hardware 
are described. 



STATUS OF MAGNESIUM-LITHIUM ALLOYS 5 
LOCKHEED MISSILES AND SPACE C O M P A N Y  (LMSC) 

The Lockheed Missiles and Space Company at  Sunnyvale, Cali- 
fornia, has made what is probably the greatest use of LA141A alloy in 
aerospace equipment. Stnrting in early 1962, this company purchased 
and evaluated a major part of the mill products made by Brooks and 
Perkins, Incorporated. The alloy has been used to compile extensive 
engineering test data and to fabricate components for various models 
of the Agena booster and a number of satellites that the hgena has put 
into orbit. 

Lockheed has been using the magnesium-lithium alloy as a substitute 
for other magnesium dloys, aluminum alloys, and beryllium in parts 
that carry low loads and do not reach temperatures much above 100' F. 
The principal criterion applied by the Lockheed engineers in selecting 
LA141A alloy for a given part is the ratio of elastic modulus to 
density. The strength-to-weight ratio of the alloy is low, so strength is 
of only secondary importance in the Lockheed applications. Perhaps 
the second most important criterion is the ability of the alloy t o  resist 
corrosion in the environments in which the part will operate. The 
Pow 17 anodizing treatment has been found satisfactory for the parts 
manufactured to date at  LMW. 

The activities at Lockheed have resulted in a number of internal 
reports and several published papers, all of which were made available 
for this survey. 

The following types of applications for magnesium-lithium alloys 
have proven successful for Lockheed Missiles and Space Company : 

( 1) Electronic packaging 
(a)  Fabricated boxes and covers for nonpressurized components 
(b) Deep-dr:twn boxes 

( 2 )  Mounting segments: angles, channels, hat sections, and 2 

(3 )  Mounting clips for microwave guides 
(4) Spun air-conditioning duct work 
( 5 )  Pressure and dust panels 
( 6 )  ,~iitenna-inomnting structures 
(7) Gyro mounts 
(8) Brackets for electronic connections 
i 9)  Heat shields 
Many of the parts that Lockheed has manufactured from the alloys 

have been used in successful space missions. Some examples may be 
seen in figures 1 through 7 .  

The base for the gyro-moment control, figure 6, was designed or&- 
nally for fabrication from 0.060-inch beryllium sheet. The design 
was changed to use 0.125-inch sheet of magnesium-lithium alloy with 

sect ions 



6 STATUS OF MAGNESIUM-LITHIUM ALLOYS 

a net saving in weight. The mount is approximately 18 inches long 
by 8 inches deep and 2% inches thick. Lockheed personnel stated 
that the design had to be changed from beryllium to magnesium-lith- 
ium because fabrication difficulties with the beryllium threatened to 
prevent meeting the schedule of the vehicle. The part was fabricated 
readily from the magnesium-lithium alloy, and the vehicle was com- 
pleted on schedule. 

FIGURB 1.-Hardurare for NARA’s EGO satellite. Thi8 represenla 
(LMBC Lochheed’s e w l y  effortx with mna,p~niiirm -lithium allqp. 

PHOTOGRAPH ) 

INTERNATIONAL BUSINESS MACHINES CORPORATION (IBM) 
FEDERAL SYSTEMS DIVISION 

The Federal Systems Division of I R M  has been very active, for 
about the same length of time as Lockheed, in applying magnesium- 
lithium alloys to fabricated aerospace components. Althougli Lock- 
heed has generated a large background of data on tlie mechanical 
properties of LA141A, IBM h:is contributed extensively to tlie knowl- 
edge of clenning, anodizing, sealing, and otlier surface tretttmeiits of 
the alloy for adhesive bonding, corrosion protection, and solderability. 

Brooks and Perkins, Incorporated has been tlie principal source of 
magnesium-lithium alloys for IBM, but the quantity of material pur- 
chased is not available. Much of tlie material ordered by IBM has 
been thick plate, e.g., up to 311/2 by 13y2 by 5 inches. This material 
has been supplied in the as-cast condition or with very little rolling 
reduction. The plate has been used to develop a digital-computer 
housing for tlie Saturn V launch vehicle. A photograph of tlie hous- 
ing, as machined from the solid billet, is shown in figure 8. A similar 
housing is being developed for a data adapter to be used in conjunction 
with the computer. 
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FIGURE 2.--1f icibowa /*e mount 
for Agenn. (LMSC PHOTO- 

G R A P H )  

FIGURE &-Pressure dia- 
phragm for pay-load 
adapters used in, Bgena. 
( LMSC PHOTOGRAPH ) 

FIGURE &-Dust panel, Agena. 
(LMSC PHOTOGRAPH) 

FIGURE 5.-rlrlagnesiumclithium 
electronic connmtor bratket 
originally designed for AZJIB- 
~ 2 4 .  ( LMSC PHOTOGRAPH ) 

., r IGTSRE ti.-;lfa~nesiu*n-lithiun. gyro-rrwunt 
plate om'ginully designed for  beryllium sheet 
conatrzrrtion. ( LMSO PITOTOGRAPH) 
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- 
FIGURE 7.4S'epuentiaJ ,vteps in the anssentb7y o f  a m,agnesiumt-lithium, 

power-con trol unit. ( LMSC IWOTOGRAPIIS) 
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This application of the alloys, which comprises a large contract with 
NASA’s Marshall Space Flight Center, is an ambitious one for the new 
material. The computer housing is precisely engineered. It must be 
internally cooled with ’a methanol-water solution, whereas other con- 
trol equipment is cooled externally by conducting heat to a cold plate. 
In  addition, it must withstand severe laboratory corrosion tests. I f  
the magnesium-lithium computer can meet these requirements for the 
Saturn application, the results should encourage extensiye usage of the 
alloys in other aerospace equipment. 

Before the Saturn V project, IBM worked with the McDonnell Air- 
craft Corporation to develop LAi141-% alloy hardware for NASA’s 
Gemini program. The circuit module covers shown in figure 9 were 
impact-extruded from LA141A sheet for IRM by the Zero Manufac- 
turing Company, Burbank, California. 

TRM also developed the Gemini manual data keyboard unit shown 
in figure 10. The base and support structure are LA141A. Note the 
welded construction. 

DOW CHEMICAL COMPANY 

This section is a brief abstract of the development of the M113 
nrmored vehicle by the Dow Chemical Company and Food Machinery 
Corporation under contract DA-20-018-ORD-15739 with the D.S. 
-4rmy Tank-Automotive Center, Detroit Arsenal (ref. 39).  

Don: Chemical Company has been active in the investigation of 
magnesium-lithium alloys since about 1947 when the company started 
an extensive research and derelopment program for the U.S. Army 
Research and Engineering Center, Fort Belvoir, Virginia. A review 
of this research and that performed by Dom on the alloys for other 
Government agencies is outside the scope of this report. However, 
the development of the M113 vehicle is a current application that grew 
out of DOW’S research and, as such, is pertinent to this report. 

The contract was awarded in 1957 to build a welded M113 vehicle 
hull following a modified design originally used for an aluminum alloy 
hull. The magnesium-lithium alloy Mg-13.5%Li-5.5(rA1-0.15%Mn 
(LA136) was selected for the hull on the basis of fabrication and bal- 
listic tests conducted by Armour Research Foundation* and Frank- 
ford Arsenal. Due to casting, corrosion, or fabrication problems with 
this alloy, the nominal composition was changed in 1959 to Mg-l4%Li- 
1.5%A1-0.08~oMn, and all plates supplied for the hull were of the 
latter composition. 

*Now Illinois Institute of Technology Research Institute. 
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FIGURE &-View of a Gaturn V computer housing 
muchined f rom a slightly rolled cmt-slab of 
LAl4lA alloy. Small-diameter holes are gun- 
drilled through width and thickness of block for  
circulation of coolant. The  part m shown is ay- 
proximutely 30 by  12 b y  6 inches. (DM PHOTO- 

GRAPH) 

FIGURE 9.--Gircuit module covers &pact-extruded 
f rom L A l u A  b y  t h  Zero Manufacturing Com- 
pany for IBM's Gemini computer program,. (IBM 

PIIOTOQRAPH ) 
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FIGURE 10.-Gemini mnzunl data keyboard developed b y  I B M  for 
The bwe and support structure are LAl4lA. McDonnell Aircraft. 

( IRM PHOTOGRAPH) 

Melting and casting equipment, built at Dom's plant in Madison, 
Illinois, was capable of handling heats weighing about 4000 pounds. 
The flux used was 1 2 . 5 r / c L i F - 3 7 . , 5 ~ L i ~ l - ~ O ~ I ~ ~ l ,  its weight being 
about one-tenth the weight of the metal. Freon 114 was flushed 
through the mold to prevent burning. This action did not prevent 
oxidation, however, and oxide skins in the ingots were a problem. 
Melting losses of all metals were between 8 and 19 percent, depending 
on casting conditions. 

The ingots cast were slabs measuring 11 by 27 by 86 inches. These 
779-740 0-65-3 



12 STATUS O F  MAGNESIUM-LITHIUM ALLOYS 

were cropped and then scalped to an average depth of about 3/4 inch 
on all surfaces to produce rolling slabs. They were rolled a t  400' F 
to plate ranging in thickness from 3.0 to 0.5 inches. Oxide skins were 
sawed or routed out. About 20000 pounds of metal were melted. 
Figure 11 shows the melting facilities; figure 12 a cast slab ingot. 

Extensive welding studies were carried out by now to determine the 
best filler metal and welding procedures for thick plate of the alloy. 
It was concluded that argon-atniosphere welding by the MIG process, 
using AZ92A or AZ6L4 filler rods, without preheating, was 
satisfactory . 

I n  1958 fabrication of the vehicle was subcontracted to Food Ma- 
chinery Corporation (FMC) , San Jose, California. Plates for the 
hull were submitted to FMC in 1060, and the hull was completed in 
1962. During the construction, many weld-cracking problems were 
encountered, due partly to voids and laminations in the plate, partly 
to stress corrosion, and partly to the necessity of developing suitable 
thermal-stress-relief treatments. 

A stannate coating was developed by now and tipplied to the hull. 
The chief advantage of this treatment is that it simultaneously coats 
dissimilar metal inserts and fasteners with metallic tin and therefore 
suppresses corrosion. The stannate coating was followed by primer 
and coats of epoxy enamel paint. 

Figure 13 is a view of the vehicle's hull being welded, and figure 
14 shows the completed M113 armored personnel carrier. 

Some of the conclusions presented in now's final report (ref. 39) on 
the M113 vehicle are as follows: 

(1) Experimental magnesium-lithiumraluminum alloys can be produced in 
heavy plate form. However, current technology does not permit casting of large 
slabs of the quality desired for ballistic plate use. Aluminum content of alloys 
cvntaining 12.5%-15y0 lithium must be held between 1% and 2%, for satisfactory 
rolling and welding. Melting, casting, and scalping operations with magnesium- 
lithium alloys present more technical problems and require more safety pre- 
cautions than do conventional magnesium alloys. 

(2)  Fabrication procedures for wrought magnesium-lithium alloys, such a s  
sawing, machining, and welding, present no unusual problems, compared with 
conventional magnesium alloys. However, thermal s t rew relief must be used 
immediately after welding of restrained joints to prevent stress-corrosion crack- 
ing. Normal shop safety practices used with conventional magnesium alloys are 
suficient for use with magnesium-lithium alloys. 
(3) The stannate immersion process may be used as a prepaint treatment for  

magnesium-lithium alloys, in lieu of the now 17 anodize treatment. Wash 
primer plus epoxy paint systems may 'be used as protective coatings. 

( 4 )  While an experimental M113 vehicle hull has been fabricated from 
mgnesiuni-lithium alloy plate, large scale production use in this type of vehicle 
does not seem feasible in  the near future, because of problems in casting high- 
quality slabs, the requirement for immediate post-weld thermal treatment, and 
the relatively high cost of such alloys, due in part to the current cost of lithium. 
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a. Mold in posi- 
tion--metal caster 
controlling metal 
level. 

b. Over-all wkw- 
pot,  pump, casting 
line, bus cmnec- 
tiom, mold. 

e. Floor plates re- 
moved sJwwing 
runout pan. 

FIGURE 11.-Melting facilities installed at Dow’s Madison plant to 
prepare mugnesitcm-lithium ingots for ili 113 vehicle program. 
(DOW M E T A L  PRODUCTS PHOTOGRAPH) 
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.- 

FIGURE 12.-One of t?Le cast Il-by-27-by-86-imh mag- 
( DOW METAL PRODUCTR PHOTO- neniumn,-Zithiuni ingots. 

(3R.iPII) 
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FIGURE 13.-Photograph of the magnesium-lith- 
ium alloy-welded hull of the M123 vehicle. 
(DOW METAL PRODUCTS PHOTOGRAPH) 

FIGUR~ 14.-Vkw of the completed M113 vehicle. 
( DOW METI\L PRODUCTS PHOTOGRAPH) 



I 16 STATUS OF MAGNESIUM-LITHIUM ALLOYS 

DETROIT TANK ARSENAL, 
ARMY TANK-AUTOMOTIVE CENTER (ATAC) 

The activity of the Detroit Tank Arsenal with magnesium-lithium 
alloys has been described in the preceding section on tlie Dou- Chemi- 
cal Company. visit was made t o  tlie arsenal to obtain information 
on the status of the MI13 vehicle and plans for the future. 

Road testing of the M113 vehicle hiving the iiin~iesinm-litliiulrl 
alloy hull showed a noticeable improvement in handling and ma- 
nquverability over the heavier conventional-hull vehicles. During test- 
ing, crncks opened up in some of the welds, but they were not severe 
and did iiot become worse :is tlie tests continued. The cracks did not 
affect the operation of the vehicle. I n  fact, it has been used since for 
several nonrelated testing programs at the arsenal. 

The ATAC opinion of tlie m:~gnesium-litliium material appears to 
be favorable in spite of the quality and fabrication problems en- 
conntered in the development of the M1IR. ATAC is not considering 
the alloy for any current applicittions, probably due to :x number of 
factors. First, the alloy is expensive. Second, armor-piercing pro- 
jectile resistance is coiisidered to be qi1:dly :is or more ilril)ortii11t t h ~ ~ l i  
fragment resistance, :tnd it is the latter for which the mngnesium- 
lithium alloys are outstanding. Third, research efforts on new niate- 
rials are being directed toward composites, which in laboratory tests 
show better ballistic properties than solid materials. Fourth, while 
there is a trend toward reducing tlie weight of armored vehicles, it is 
equally or more important to reduce the size. 

These and other factors governing the development and application 
of armor are subjective, to say the least. However, conversations held 
with personnel at ,4TAC, Frankford Arsenal, aiid Watertown Arsenal 
indicate that it is unlikely that these organizations will renew any 
extensive development of magnesium-lithium armor in the near future. 

BATTELLE MEMORIAL INSTITUTE 

I3attelle started the research on magnesium-lithium alloys in this 
country in 1944 and has had a nearly continuous research activity with 
them since that date. A review of this research is outside the scope of 
this report. However, it covered tlie development of melting and 
fabricating methods, the discovery and intensive study of the precipi- 
ttLtion-h:irdening mechanism and :illoy development, and the evalua- 
tion of iilloys for aerospace usage. E:irly research, conducted for 
Mnthieson Alkali Works (now Olin Mntliieson) and tlie I T S .  Naval 
Bureau of Aeronautics (ref. 19) led to the development of the basic 
armor alloys GMg/Li-G%Al (Mg-l3.5%Li-6% Al) and GMg/Li- 
1.5%A1 (hIg-l4%Li-l.,5%Al), which were later evaluated aiid used 
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for the M113 vehicle by Dow Metal Products Company and Frankford 
Arsenal. 

The latter alloy was the approximate nominal composition adopted 
for LA141A. It was evaluated for possible aerospace use by Battelle 
under contract to NASA from 1057 to 1060 and was recommended to 
the aerospace industry for space-hardware applications (ref. 31). 
More recently Battelle examined a new composition, LAZ933, for pos- 
sible aerospace use. This is described in the section on the Marshall 
Space Flight Center. 

FRANKFORD ARSENAL 

The Pitman-Dunn Laboratory at Frankford Arsenal has maintained 
an active program on magnesium-lithium alloys since the early 1950's. 
13asic research supported by Frankford at the Illinois Institute of 
Technology (IIT) Rese:wch I:l&tute during that period resulted in 
several published papers on phase relationships in the Mg-Li-A1 and 
Mg-Li-Zn systems (refs. 14, 16, and 17). Frankford later sponsored 
alloy development work at IIT Research Institute in connection with 
the ATAC M113 vehicle program. 

More recently the Pitman-Dunn Laboratory has been supporting an 
internal research program on nlloy development, and casting process 
development (refs. 34 and 40). 

The Frankford Arsenal research has led to several significant de- 
velopments. Two new alloy compositions have been developed to the 
point where small-scale evaluation tests are being conducted. The 
:dloys have the following nominal compositions : Mg-14%IJi-O.5%Si 
:md Mg-14%I,i-3%oAp-5%Zii-2~Si. Some properties of the first alloy 
:ire given in table 2. This alloy does not respond to heat treatment 
but  has room-temperature strength comparable with that of the 
LA141A alloy. 

Days at 225' F 

0 
5 

14 
30 
80 

TABLE 2.-Some Room-Temperature T e m ' b  Properties of the Experi-  
ment& Mg-14% Li-O.S% Si Al loy  Under Development at Frank-  
ford Arsenal 

Cast alloy I Wrought alloy 

UTS, ib/in 2 % elongation UTS, lb/in 2 % elongation 

19 750 23 19 800 32 
19 520 26 19 900 33 
19 900 23 20 100 33 
19 700 23 20 000 35 
19 750 23 20 200 35 

779-740 0--65-4 
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Tlie second alloy, Mg-14x Li-3% ,\g-5 ~ ~ i i - ~ ~ l  Si, Iias higlier 
strength, as shown in table 3. The silicon :dtlitioii perniits tlie hlg-Ti- 
3Lkg-5%n alloy to retain n higher strengtli level during tlie 80-day 
period at 165" F. ?'lie density of the Mg-T,i-Ag-%n-Si alloy is 0.054 
1 b/i n 3. 

Elon. % 
-__ 

29. 5 
37. 5 
38. 0 
38. 0 

- - 

I I Mg-14Li-3Ag-5Zn Mg-14Li-3Ag-5Zii-2Si 

5 
14 
30 
80 

Cast I Days 

I 
26 ,500 12 .0  
25 500 10.0 
24 100 1 5 . 0  
24 000 16 .0  

5 . 0  
5.0  
5 . 0  
5 . 0  

__ 
Wrought 1 Cast ~ Wrougtit 

29 050 
28 750 
2s 750 
28 750 

UTS, 
Ib/in 2 

27 650 
26 200 
25 700 
25 600 

u w ,  
Ib/in 2 ____ 

29 300 
29 300 
28 !I00 
29 000 

Eloii. o/o 

30. 0 
31.5 
31 .5  
3 1 . 5  

*Cast: hcat-1rc:ttcd tit 800' F for 41 hr, watcbr-qiicwchrd for 24 h r  at  225' F. 
Wrought. 24 hr,  225' F. 

The silicoii in tliesc :illoys l ) i d u c e s  :L inarked grain refineinelit. 
Tlie arsenal lins esperiiiiented with tlie casting of mngiiesiuiii-litliiniii 

d o y s  iii steel, niacliiiietl gix1)liite. raiiinied pnpliite, aiid saiid Iiiold5. 
Figui*e 13 is a phot opixpli of :L 1)ai-t mnde fi*oiii :L previously existing 
pattern. The iiiolcl nintei.in1 W:LS raninirtl gixl)liite. Tliis casting rr- 
searcli was recently suppleiiiented by funds froiii iY',ISh's hfarsliall 
Sp:ice Blight ('elitel- to permit the casting of prototy1)e liousiiips for 
electronic components in the iiiagiiesiiiiii-litlliuni-silicon alloy. 

M A R S H A L L  SPACE FLIGHT CENTER, NASA 

The George ('. M:irslinll S1):tce Flight ('enter is the only NA\YA 
agency known to be actively eiig:Lged in research and application 
studies on ni:~giiesiuiii-litl~iiiiii alloys :it tlie present time. This activity 
dates back to late 1957 ~vlieii the Re5enivli I'i.ojec+ts Ofice iiiiti:kted the 
first, rese:iidi coiitract on the alloys at l<:ittelle. The coiitract w:is 
continued under the supervision of tlie Propulsion and Vehicle En- 
gineering (I'&Vl3) I d ~ o i x t  oiy. Tlie final i-el)oi*t of the %year project 
was issued ewly in 1980 (ref. :$l). 111 , J ~ i i e  l!)fi2, the P&IW I,:d)oi-:t- 
tory resumed spoiisorsliip of 1-esenrch on the magnesinm-litliiuin alloys 
at Ihttrlle, and tlie wo1.k coiitiiiued until hlay I%i4 (refs. :V i  slid 38). 

Essent i:illy, t lie i*ese:lrcli coinprised tlie sciwning of iiiagiiesiuiii- 
litliiuni alloy cwiiposit ions made in previous years and tlie selection 
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and evaluation of the compositions that would have the greatest po- 
tential use in aerospace applications. The three alloys selected had the 
following nominal compositions : Mg-14%Li-l%Al( LA141A), Mg- 
S%Li-l%Al (L491) .  and Mg-9"/,Li-3%A1-3%Zn(LAZ933). 

FIGURE 15.--lnstrument housing cast in rammed graphite f r m  m g -  
nes ium - Zit h ium alloy. ( FRi N KFORD ARSENAL PHOTOGRAPH ) 

The first alloy is the only one that has been produced on a commercial 
basis. LA91 has properties quite similar to those of LA141A, but it, 
has a somewhat greater density. LSZ933 has a higher strength-to- 
weight ratio than the other alloys. Neither LAN nor LA2933 has 
been evaluated to the extent that engineering and design data are 
available. Table 4 is a summary of some of the properties of these 
two experimental alloys. 

During the last several years, the P&VE Laboratory has maintained 
a modest but continuing in-house activity on the magnesium-lithium 
alloys. This has comprised evaluation studies of mechanical properties 
at ambient and cryogenic temperatures, weldability, corrosion resist- 
ance, reactivity in liquid oxygen and other environments, and other 
research. 

The staff members who have had the responsibility for the mag- 
nesium-lithium alloy research have sought applications for them in 
NASA aerospace hardware. I n  1964 this activity and more recent 
efforts of personnel in the Astrionics Laboratory led to an extensive 
program to make effective use of the alloys. A lsarge order for sheet 
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and plate was placed with Brooks and Perkins early this year for 
in-house manufacturing research. The Astrionics TAiLboratoq is 
heavily committed to the use of LL2141A in its contriut with II3M 
on the computer and data adapter for the Saturn V program. A con- 
tract wns recently initiated by the P&VE Liiborntory 1%-i th Frankford 
Arsenal for tlie ckve1ol)ment of (x.stiiigs for electroiiic-eqllipnieilt 
housings. 

TABLE 4.-Qom Proyertim of Experimenta.2 Alloys LA91 and 
LAZ933 

1 LA91 

Structure ______---...--..----...------ 

Density, lb/ins-_. _ _  - - -. . . . - - - _ _  - - - - - - - - 
Tensile strength, lb/in2_ - - -. - - -. . . . . . . . - 
Yield strength, lb/in2- - - -. - -. - -. . . -. . - - - 
Elongation, percent in 2 in 
Hardness, R E  ____._____. . . ... . __.~._~.  

Minimum bend radius: 
Room temperuturc _~_.______._...._.. 

350” F _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ . _ _ _ . . - . . . . - - - -  
Modulus of elasticity, 106 lb./in* _ _ _ _ _ _  - - - - 

H.C.P. plus 
B.C.C.* 
0.0525 
22 000 
16 500 
30-35 
55 

1T 
1T 
6. 6 

LAZ933 

H.C.P. plus 
B.C.C. 
0.0564 
30 500 
21 500 
35 
79 

3T 
IT 
6. 4 

*H.C.P. indicates hexagonal-close-packed atomic lattice; B.C.C. indicateq 
body-centered-cubic atomic lattice. 

The U 1 4 1 A  alloy is being substituted for nluniinum or niilg1:&ulii 
in several structures under development by the Astrionics Laboratory. 
The first components, which are expected to fly in tlie number-9 bird 
of the Saturn IB p ropmi ,  are a housing and cover plate f o r  a11 instru- 
mentation assembly. The ssenibly, referred to iis n “Q-biLll, al~gle of 
attack transducer assembly” will be locxted in the nose cone of the 
system. Eventually, if the iissenibly is successful in Saturn I B  trials, 
it will be used in the Saturn V nose cone in conjunction with the Apollo 
capsule. 

The cover plate, :is mwliined froni :i solid plate of LA141 alloy, is 
shown in figure 16. miis part is a direct substitute for an aluniinuni 
casting. 

Aluminum ciwting _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  2.8 
LAl41A macliined part _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  1.5 
Weight s : ~ v e d  _ _ _ _ _ - _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  1 . 3  lb or 46% 
A saving of 1.3 pounds in any payload is most significant. The snving 
will be gR:lter, of course, if the housing is also mild@ from LA141A. 

The weight saving is iIs follows : 
Weight ,  Zb 
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FIGURE 16.--Cover of the &-ball assembly being developed b y  NASA 
(MARSHALL SPACE FLIGHT CEN- for  w e  on Saturn I B  and Saturn V .  

TER PHOTOGRAPH) 

MASSACHUSETTS INSTITUTE OF TECHNOLOGY (MIT) 
INSTRUMENTATION LABORATORY 

The MIT Instrumentation Laboratory at Concord, Massachusetts: 
in using the experimental Frankford Arsenal alloy Mg-14%Li-3% 
Ag-5%Zn-2%Si in the construction of a prototype inertial-guidance 
system. The specific parts being made in the magnesium-lithium alloy 
are three spherical gimbals about 9 inches in diameter, one of which 
is shown in figure 17. The gimbals were spun from flat %-inch plate. 
Spinning was done by Metal Spinners, Inc., Boston. The sheet was 
heated to about 200° F and formed over a steel mandrel. No problems 
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were encountered. The spheres were then machined a t  Brooks and 
Perkins to a wall thickness of about Xls inch. The band around the 
equator is about 3/,6-inch thick. 

Because the gimbals mill be floated in a hydrocarbon liquid system 
to reduce loading, problems have arisen in selecting coatings that 
will not absorb or r w x t  with the fluid. The uncoated alloy is more 
compatible than plastics, but it does gain weight over a period of 1 year 
when in contact with the fluid at 150" E'. Compatibility was improved 
with a now 17 coating, but a completely inert, system had not been 
found at! the time of the interview for this report. 

FIG- 17.-h'pherical g i m b a d o n e  of three to be w e d  in an advanced 
A mu.gnesium-lithiurn alloy ~ u m  ,Pjuecified 

(MIT INSTRUMENTA- 

inertinl-guidance .sy.vtem. 
for miwimm. weight and maximum stiffnesx. 
TION LABORATORY PHOTOORAPH ) 
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HUGHES AIRCRAFT COMPANY 

SPACE SYSTEMS DIVISION 

Hughes Aircraft Company has a contract with the U.S. Army Mis- 
sile Command to develop TOW (tube-launched, optically-tracked, 
wire command) link-guided missiles. B photograph of a model is 
4io~vii in figure 18. The ground-to-ground missile, which seeks its 
target by :ti1 infr:ired sensing device after launching, must first be 
aimed as accurately as possible toward the target. This is done man- 
ually. To minimize “hunting” by tlie operator as he aims the launcher, 
it drag is imposed on tlie aiming mechanism by a metal disk that rotates 
in :I silicone fluid inside the vertical support cylinder. The clearance 
between the cylinder w d l  aiid the periphery of the disk is small; tlie 
friction betweeii the disk, the wall, and the silicone creates the desired 

LA141A alloy is being considered for the disk material for two 
reasons. First, it has FL high coefficient of thermal expansion, which 
is necessary for controlling the wall clearance as ambient tempera- 
tures cliange. Second, it will reduce the weight of the launcher which, 
as designed fer aluminum, weighs less than 160 pounds. Figure 19 
is a photograph of two of several LA141A disks machined by Brooks 
:md Perkins for this application. 

drag. 

ZERO MANUFACTURING COMPANY 

Located in Burbank, California, Zero Manufacturing Conipny has 
been supplying IRM and Lockheed with deep-drawn or impact- 
extruded boxes made from LA141A sheet. A photograph of the im- 
pact-extruded circuit module covers made for IBM was shown earlier 
(fig. 9).  Several tliousaiicls of thae,  or comparable parts, have been 
made. 

The company reports that the drawing properties of LA141A are 
similar to those of AZ31B-0 annealed magnesium. Production and 
setup costs are said to be significantly higher than for magnesium, due 
to the necessity of controlling temperature more precisely. The max- 
imum thickness of magnesium-lithium alloy sheet drawn to date is 
0.063 inch. I n  this case the box was about 5 inches square by 4 inches 
deep and had corner and edge radii of 3/ls inch. 

The company also reports that LA141A flows better than AZ31B-0 
but is not, dimensionally slttble after forming. The reason for the 
instability is not known, but allowance is made for  some swelling of 
:t part when very close tolerances, Le., -+.0.002 inch, are called for. 
Rejection rates on close-tolerance, thin-wall impact extrusions (0.015 
inch and under) are very high, but heavier-wall units experience a 
normal scrap rate. 
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FIGURE 18.-ModeZ of TOW (tube-hunched, opti- 
cally tracked, wire command) link-guided mivsik.  
( HUGHES AIRCRAFT PHOTOGRAPH) 

FIGURE 19.--LA14lA-nlloy components d e  fo r  
emluation in prototype mksile lnluncher TOW.  
( 1 IU(111 E8 .4IRCRAF'I' 1'1 10TOGRI\PH ) 
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The company feels that neither material thickness nor size of part 
needs to be a deterrent in the drawing or impact extrusion of LA141A 
alloy. 

WELLMAN BRONZE AND ALUMINUM COMPANY 

Wellman Bronze has successfully sand-cast LA141A alloy into the 
rotor part shown in figure 20. This part was made because the pattern 
was available, not for a specific application. At  the time of the visit, 
Wellman had just received a contract from I B M  to make some larger 
castings having heavier sections. 

The company has melted heats weighing up to 40 pounds by using the 
LiCl-LiF flux process. Melt sizes are adjusted so the lithium can be 
added in sealed cans. Heats are poured through steel wool and wire 
screens, as is done with magnesium alloys. 

Wellman does not visualize any coinmercial applications for the 
alloys in the near future and has no plms to go into the magnesium- 
lithium business. 

FIG~RE 20.-Rotor rnade as a samd cmting from LB141A alloy. 
( WELLMAN PHOTOGRAPH) 

NORTH AMERICAN AVIATION, INC. 
AUTONETICS DIVISION 

The Autonetics Division is investigating magnesiurn-lithium alloys 
for several parts of the inertial guidance and control systeni of t.he 
advanced Minute Man. Because of security restrictiolls not all of these 
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parts can 'be discussed. However, one part of considerable interest 
is the accelerometer houshg shown in figure 21. This container, which 
is about 15 inches in diameter by about 24 inches in height, houses the 
entire stable platform. The construction is cold-formed 0.030-inch 
LA141A sheet, riveted and bolted together. No trouble was encoun- 
tered in forming the sheet. The surface is protected by Dow 17 anodic 
coating, which will be adequate for the dry nitrogen environment. 
This guidance system will weigh about one-third as much as the present 
system in operationdl Minute Man missiles. 

Autonetics is working on protective treatments for magnesium- 
lithium alloys to obtain adequate protection to meet the stringent re- 
quirements specified by MIL-E-5272 for thermal cycling in a high- 
humidity atmosphere. 

FIGURE 21.-Acceleromter h @ n g  f o r  the advanced Minute M m ,  
(NORTIT AMERICAN AVT.\- fabricated from 0.030-inch LA141 A aheet. 

TION PHOTOGRAPH) 
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SANDIA CORPORATION 

The Sandia Corporation at Livermore, California, has ordered heavy 
L,4141A plate from Brooks and Perkins for cover plates to be used in 
a classified prototype application. The covers mill be roughly 20 
inches i n  diameter, 4 inches deep, and 1 inch thick at the heaviest 
section. Sandia has specified that the material be in the wrought con- 
dition because as-cast properties would not be good enough. To obtain 
:I casting thick enough to forge. it is understood that Brooks and Per- 
kins has made new molcls. 

The covers will be coated with some protective medium not yet 
selected, and the outside surface will require the npplicntioii of ad- 
hesive bonding. Sandia is experinlent iiig with various protective 
coatings and nietliods for adhesive bonding. 

GENERAL ELECTRIC COMPANY 
MISSILE AND SPACE VEHICLE DEPARTMENT 

General Electric is evduating LA141.4 for several proposed aero- 
space equipment designs. No inforniation was made available on the 
nature, of the applications or on the evaluation activities, except that 
the alloy is of interest for its high modulus-to-density ratio and would 
be used for reinforcements and space fillers. 

BOEING COMPANY 
AERO SPACE DIVISION 

Boeing is considering the use of magnesium-lithium alloys in non- 
stressed components of the Lunar Orbiting Satellite. Samples of the 
LA141A alloy are being evaluated, but no hardware has been made. 
The alloys are also being considered in study programs in progress for 
space vehicles such as the Manned Orbiting Laboratory and the Lunar 
Mobile Laboratory. 

THOMPSON RAM0 WOOLDRIDGE, INC. 
SPACE TECHNOLOGY LABORATORIES (STL) 

,4 visit was made to STL because of the interest expressed in the 
magnesium-lithium alloys by the technical staff. The company has 
no magnesium-lithium alloy hardware in production at this time, but 
is considering the material for the Pioneer spacecraft and other ve- 
hicles. A limited amount of LA141A sheet has been procured for 
melding, coating, and other evaluation studies. 

Aluminum is now used in the construction of the Pioneer, but STL 
plans to use magnesium in the future. S T L  is not tooled up for hot- 
forming magnesium, which has been a deterrent. The technical staff 
is concerned also about corrosion problems with magnesium. Inte- 
gration problems arr said to be greater in satellite manufacture than 
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Alloy Lithium Aluminum Zinc 
- - 

1 9 3 8 
2 9 6 3 
3 l o  _ _ _ _ _ _ _ _ _ _ _ _ _ _  ---_-.-- 

in booster manufacture because of lower production, more numerous 
changes, and so on. Despite the problems niiticipated by the staff, it 
is quite likely that mnfriiesium-litliiuln :illoys will be used in the newer 
STL vehicles. 

ACTIVITIES IN T H E  U.S.S.R. 

Since F. 1. Sliamrni's publicntioiis in 1917, 1948, and 1952 (refs. 5 
and 11), there 11:~s been little infomintion published on U.S.S.R. ac- 
tivities on iiiagiiesiurn-litliiuiri alloys. Of the other Russian publica- 
tions referenced in this report (refs. &:Xi i d  X) ,  the most significant 
from tlie application standpoint is refeiwice 28, n paper by I3elousov 
and Yegorova on die-casting of the magiiesiuni-litliium alloys. These 
authors refer to the pub1ic:ltion by .J. H. ,Jackson et al. (ref. 6 ) .  ant1 
they used the melting methods described in this publication. 

The Russian investigators tried making sand castings but ran into 
difficulty with reaction between the met:il :md the sand molds. They 
pitst, successf1illy into iron molds iind improved the ingot s11rfilces by 
applying pressure to the metiil during freezing, which sealed the ingot 
surface from the air nntl :Lroitletl oxidation. The several alloys inves- 
tigated are sho~vn in titble 5.  

Magnesium 

Balance 
Balance 
Balance 

13elousor and Yegorora tlien made experimental die castings from 
t liese alloys in n Reid-I'reiitiw type of casting machine. These were 
compared with castings of :L stiiiicl:ird magnesium MIA-type die- 
cwting alloy. ( M L c t y p e  corresponds to ,U9l .  It liils 9-10.296 AI, 
0.6-1.2% Zn, and 0.1-0.5c/, a h . )  The castings are shown in figure 22. 

i3low holes typical of die-cast parts were found in tlie castings by 
fluoroscopic examination. These were less prevalent in  flat tensile 
specinion castings than in cylindrical sect ions. Tensile bar castings 
were tested in the as-cilsi iind Iieat-trented conditions. 

It \vilS concluded tliiLt tlie mil~iir.siui~i-litliiuin alloys will be satis- 
factory for die castings in which the design calls for strength equal 
to that of st:iiid:Lrd Iliiiglle~iur~i alloys but with densities in the range 
of 1.15 to 1.65 g/cm'{. 
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FIGURE 22.--Photographs of experimentnl die castings made from 
inn~nesiii,m.-lithium aT170ys in the U.S.S.R. (REF. 2 8 )  
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Savitskii et al. (ref. 36) examined several cast and wrought alloys. 

percent aluminiini, 15 to 25 percent lithium, and 60 to 80 percent mag- 
nesium “. . . can be rvconiniended for structural alloys. They can 
tind iise in differelit tec1inic:il areas where operntioii specifics require 
:I rednction in  the specific gr:ivity of structures.” 

The nutliors concliitletl tliat ternary :dloys containing from 7 to 15 * I  

Economics 

C O M M E R C I A L  PRODUCERS OF M A G N E S I U M - L I T H I U M  A L L O Y S  
AND PRESENT PRICE SCHEDULES 

The only producer of the alloys in the United States is Brooks mcl 
Perkins (B‘W), Inc., Detroit. This conipany lias facilities for melt- 
ing and cast ing conve1ition:il m:ignesium alloy and ni:qqnesium-litli- 
iiim alloy ingots; it lias rolling mills for flat products of these alloys 
:ind aluminum and titanium alloys; and it lins extensive fncilities for 
forniing, rn:wliining, :md finishing end products from all of these 
1ii:iteri:ils. 

Tlw ciisting :ind rolling facilities at 13&P are occupied for the most 
part by coiivent ioiial magnesium alloys ; magnesium-lithium alloys 
comprise :i relatively small part of tlie production. I n  comparison, 
tlie B&P facilities for mill products are much smaller than those 
of the Ilow Metal Products Company. 

The alloy LA141A is currently being sold by Brooks and Perkins 
for $10 to $50 per pound, depending on the mill product. Slab ingots, 
cropped and machined on all surfaces, sell for a minimum of $10 per 
pound; plate ancl thin sheet, ranging in thickness from over 1 inch 
to foil, command the prices in the higher range. B&P has no s tmd- 
ard mill forms; all orders are filled on a custom basis because the num- 
ber of customers is small and encli customer 11:~s different requirements. 

The only other producer for magnesium-lithium alloys at  this time 
is Magnesium Elektron, Limited (MET,), Mnnchester, England, which 
lias an American sales subsidiary, Magnesium Elektron, Inc., in New 
York City. M E L  lias snialler mill facilities than Brooks tind Perkins 
iind produces ma~iesium-lithium alloys on a. very small scale on cus- 
tom orders. Since there is little nerospnce industry in Europe or Eng- 
land, tliere have been almost no orders from that source. The 
compitny 11:~s received from the 7Jnited States n few orders that have 
incliidrd cast plate, sheet, and welding rod. These orders, estimatecl 
not, to exceed t i  few hundred pounds, linve been for experimental uses 
only. h e  to tlie import duty, MEL does not expect tlie business to 
grow in competition with Brooks and Perkins. 
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Conversations with Dow Metal Products Company personnel con- 
cerning the possibility of DOW’S becoming a commercial producer indi- 
cated that there is no interest as long as (1) the alloys are available 
from Brooks and Perkins and (2) the market remains small enough 
that one producer is adequate. Just how large the market would have 
to be to interest Dow cannot be determined at this time. 

PRESENT CONSUMPTION OF MAGNESIUM-LITHIUM ALLOYS 

Although the primary objective of this report was not to conduct 
a market study, information became available as a matter of course 
concerning the quantities of magnesium-lithium alloy mill products 
being used and the portions of the market shared by the two alloy 
suppliers. 

As was believed to be the case, present production is consumed 
almost entirely by a few organizations in the aerospace industry. Of 
these, the Lockheed Missiles and Space Company and International 
Business Machines, Federal Systems Division, are by far the principal 
industrial customers. NASA’s Marshall Space Flight Center became 
a third major customer this year, and a number of other aerospace 
organizations that have not yet placed large orders are expected to 
do so in the near future. 

On the basis of information gathered from interviews with the pro- 
ducers of the alloy, the several American companies that supply 
lithium, and the organizations that are using the alloys, the following 
estimates were made for consumption of magnesium-lithium alloys in 
the United States : 

1962 _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ -  2 OOO lb 
1963 ____________________________________________-___-  8 000 lb 
1964 (first 6 months) _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  11 000 lb 
Small quantities of magnesium-lithium alloys were made for experi- 
mental studies during these years by the Dow Metal Products 
Company, Battelle Institub, and Frankford Arsenal. These are not 
included in the above estimates. The estimate for the first 6 months 
of 1964 includes one very large order received by Brooks and Perkins 
from NASA-Huntsville; therefore, the figure does not necessarily 
indicate what will happen during the rest of the year. 

Essentially all of the products sold during these years have been 
ingot, plate, and sheet although a few extrusions have been made and 
sold. Only a few shaped castings have been made for research and de- 
velopment purposes at Frankford Arsenal and the Wellman Bronze 
and Aluminum Company. 

It was not possible to estimate accurately the dollar value of the 

Pew Sheet and plate eold 
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present mill-product market. If it is assumed that the average selling 
price is about $25 per pound, this would indicate a gross sales volume 
of about $200 000 in 1963 and $275 000 in the first 6 months of 1964. 

FACTORS AFFECTING THE PRESENT USAGE OF 
MAGNESIUM-LITHIUM ALLOYS 

The factors that usually influence the usage of a new alloy are (1)  
the cost of the metallic elements in tlie alloy, (2) manufacturing costs 
for melting and fabricating mill products and end products, and (3) 
the properties of the alloy. 

For example, titanium alloys are coming into wider use partly be- 
cause the cost of tlie raw metal sponge is low compared with its cost 15 
years ago. -It the same time, there has been a steady decrease in 
manufacturing costs for mill products and end products as people 
have 1e:irned to work with the metal. The outstanding properties of 
high strength, low weight, and good corrosion resistance create coir- 
sitlerable incentive for lower production and fabrication costs for 
titaniiim. In spite of excellent progres? to date, the material mill be 
:L defense-oriented rather than a comrncrci:illy-oriented metal for some 
years. 

Uerylliuni rnw-materi;il costs are high, but hcause of its brittleness, 
fabricat ion costs srrer:il tinies more tlian tlie raw material. This prob- 
lem, which is both technical and econoniic, is restricting the use of 
beryllium in the space industry. 

I n  the case of rn:ignesiuni-lithium alloys, tlie raw-materials cost is 
high because of the lithium content. The fabrication costs for end 
products of ina~iesiuni-litliiuirii alloys are in  line with those for alumi- 
num and convent ioiial mngnesiuni alloys. However, tlie costs of melt - 
ing and fabricxtiiig mill products froin tlie alloys are high because 
(1) present nrelting methods are not optimum nntl generate :I large 
percentage of scrap metnl and (2) the low volume of current, procluc- 
tion requires high-cost, unaut onrated manufacturing methods. Re- 
garding properties, tlie magnesium-litliiiirn alloys do not have high 
strength or good corrosion resistance. Thus, they do not have tlie 
universal appeal and potential iisefiilness that titanium Iias. ITowever, 
the low density of the ni:i~~icsiurri-litliiunr :illoys makes them unique. 
For this reason alone, they are almost certain to be used widely provid- 
ing their price can 1w reduced. The factors tliiit Rffect ni:Knesium- 
lithium alloy prices :ire diwussed i n  greater detail in the following 
sect ions. 

Production Volume 

A new ni:iteri;il is rarely, if ever, plac*ed on the market a t  as low a 
Most price as it will hnre after :I number of years of produciion. 
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inaterials become less expeiisive as production volume increases, and 
the magnesium-lithium alloys are no exception. 

Although it is difficult to generalize, the cost of a metal mill product 
can be expected to be two to four times the cost of the raw materials in 
the alloy. For example, aluniinum sheet sells for about $0.45 per 
pound as compared with the ingot price of $0.23 per pound; magne- 
sium alloy sheet sells for approximately $1.00 per pound as compared 
with $0.35 per pound for pig; copper sheet and tube  sell for around 
$0.60 per pound as compared with $0.32 per pound for electrolytic cop- 
per. The current prices for magnesium-lithium sheet do not conform 
to this relationship; they cannot be expected to do so with the present 
volume and method of production. 

The LA141A alloy is now being made in special, low-capacity melt- 
ing equipment by essentially R hand-operation process. Melting and 
rolling must be done on a part-time basis, sandwiched between the roll- 
ing of other materials. This low rate of production does not account 
entirely for the present prices of the alloy, but it is undoubtedly the 
most important single factor. 

Raw-Materials Cost 

The principal suppliers of lithium metal are Foote Mineral Coin- 
pany and the Lithium Corporation of America. The other two U S .  
suppliers are the American Potash and Chemical Corporation and the 
Maywood Chemical Works, Division of Stepan Chemical Company. 
The current retail price for conventional-purity lithium metal in ton 
quantities is approximately $7.50 per pound. Magnesium-lithium 
alloys require high-purity lithium from which the sodium has been re- 
moved. This grade sells for $7.75 to $8.50 per pound. 

Sssuming an average price for lithium of $8.00 per pound, a price 
for aluminum of $0.23 per pound, and a price for magnesium of $0.35 
per pound, the cost of the metallic materials going into LA141A would 
be as follows. 

For every 100 pounds of alloy, 14 pounds of lithium would be re- 
quired at a cost of $112; 1 pound of aluminum would be required at 
$0.23 ; and 85 pounds of magnesium would be required at $29.75. This 
is a total of $142, or $1.42 per pound of alloy. 

This, of course, is the cost of the material in the sheet as it is shipped 
out the producer's door. It does not include the cost of the scrap gen- 
erated to produce the sheet; of the flux that may have been used in 
melting; of the argon or helium atmosphere that is necessary to pro- 
tect the alloy during melting; or of utilities, labor, and overhead. 

Since the largest raw-materials cost is for lithium, it is interesting 
to see how reduced lithium prices might affect the cost of the alloy. I f  
the price of lithium were reduced to $5 per pound and aluminum and 
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magnesium prices were to remain the same, the net cost in the alloy 
material would be $1 per pound. If lithium could be reduced to $3 
per pound (which may be in the realm of possibility), the net cost of 
the alloy materials would be $0.72 per pound. 

By using $S-per-pound lithium and by applying the rule of thumb 
that the price of the mill product should be two to four times the cost 
of the raw material, the price of LA141,4 sheet might be expected even- 
tually to be approximately $5 per pound. 

What are the chances for R reduction in the cost of the raw mate- 
rials? Presumiibly, the cost of aluminum and magnesium will not be 
reduced. However, the price of lithium has decreased from over $10 
per pound 18 years ago to its present price, in spite of the decrease in 
value of the dollar. There is every reason to believe that the lithium 
price will continue to decrease if the demand increases. The cost 
of lithiurn metal is closely related to the cost of lithiurn chloride be- 
(*:iust\ the metal is made by the electrolytic reduction of lithium chloride 
to iithium and chlorine. It requires 6 pounds of the chloride to make 
1 ;mind of lithium metal. The present retail price of lithium chloride 
is $0.80 per pound; thus the paw miiterisils going into :i pound of 
lithium met:il cost 9;4.80.* The cost of lithium chloride is the largest 
single factor in the cost of lithium; electric power, manpower and 
other cost items are relatively small. The current cost of lithium 
chloride, as well as the cost of lithium metal, is closely related to the 
production volume. Since the lithium chemicals industry is now op- 
erating at  roughly one-third of its capacity, any increase in production 
should reflect on the cost of the products. 

Unfortunately, the production of lithium metal is not the largest 
factor in the lithium chemicttls industry, and a modest increase in the 
use of niagnesium-lithium alloys would not greatly affect the pro- 
cluction of lithium ca rhmte ,  which is the starting material for the 
chloride. Thus, in 1960 metallurgical applicntions of lithium com- 
pounds and metal consumed 1 000 000 of the 9 300 000 pounds of 
lithium carbonate produced (ref. 41). For 1970 the estimated con- 
simption of carbonate by industry is as shown in table 6. 

It is believed that the price of lithium metal will continue to be 
reduced gradually because of increased demand for all lithium chem- 
ic:d products. Probably no m:ijor reduction in the price of lithium 
nietd, e g . ,  to $5 per pound, will result solely from the production 
of ma~nesium-litliiiini alloys ; nor will any reduction in lithium metal 
price bring about it major decrease in the price of the dloys. 

*Hnsed on retail prices ; the cost to the producer is assumed to be substantially 
lower. 
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TABLE 6.-E'stimted Gonmntption of Lithium Carbonate by Industry ,  
1970 

Scrap 

Information on the amount of scrap generated during the produc- 
tion of magnesium-lithium alloys is not available from Brooks and 
Perkins. A normal scrap loss in the melting and rolling or extrusion 
of conventional metals, such as copper and aluminum, can be expected 
to be 20 to 30 percent,. For materials more difficult to handle (for 
example, commercial magnesium alloys) , the figure is probably closer 
to 40 percent. I f  losses of this magnitude are encountered in the 
conventional metals, it w-ould not be surprising if the scrap loss in 
magnesium-lithium alloy production were as high as 60 percent, princi- 
pally because optimum melting and scrap-recycling methods have not 
been developed. Brooks and Perkins recycles its scrap. However, 
it is understood that they are not using flux in the melting process. 
Since flux is usually necessary to separate the oxide and nonmetallic 
material from a metal, the recycling operation probably does not, 
salvage all of the scrap generated. 

Depending on the efficiency of the melting and refining practice, 
the scrap loss could be, and probably is, a major source of cost in mag- 
nesium-lithium alloy production. 

Future Usage OF Magnesium-Lithium Alloys 

There is no doubt that future use of magnesium-lithium alloys will 
be oriented principally toward the space-hardware industry. Natu- 
rally, the growth of this usage will depend on the policies of the U.S. 
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Government. It is believed that, even without reductions in current 
prices, the magnesium-lithium alloy applications in sp;ice components 
will increase gradually if the present rate of effort in space exploration 
is maintained. The requirements to rediice weight t is space-flight 
vehicles increase in size is a strong incentive to makc use of the alloys. 

Although there are few facts av:iilable on which to base a prediction, 
an annual consiiniption of 1 to 2 niillion pounds of mill prodllcts for 
space :q)plicxtion would not be surprising 5 to 10 years from now. 
This usage will probably not become :i reality until the Apollo pro- 
gram is successful and lunar exploration actually begins. At that h i e  
it will be necessary to construct large quantities of space equipinent 
from the lightest nietals available, and the iiia~~esium-lithium alloys 
should be very ninch in deni:uicl. 

It is not possible at this tinie to consider space applications as being 
coniniercial. However, in 10 to 20 years it is expected that privnte 
industry, as well as the Government, will have invested heavily in spwe 
communications and, possibly, in equipnient for use in liuiar travel and 
exploration. It is to this kind of industry that the i i i n g i i ~ i n n i - l i t l i i ~ ~ ~ ~ i  

iilloys will become important. 
Concerning applications that :ire coniniercial by tothy’s stantlards 

(e.g., building construction, automobiles, household goods), it is ini- 
possible to predict in quantitative terms the extent to which niagne- 
sium-lithium alloys will be used. Since the outstanding feature of the 
alloys is their light weight, i t  is logical to :issiime that the commercial 
aircraft industry will be the first to use the alloys. Expected applica- 
tions will be brackets, mounts, boxes for electronic equipment, and 
other nonstructural components comparable with aerospace parts de- 
scribed in this report. The alloys will be used in adv:inced aircraft in 
cases where weight penalties :ire most critical and cost of the material 
is of secondary importance. 

The magnesium-lithium alloys are not expected to compete exten- 
sively with conventional magnesium or aluniiiiuin alloys in automo- 
biles, building construction, appliances, and other commercial npplicii- 
tions in the foreseeable future. Cost is the primary factor in such uses, 
:ind there is little possibility that the cost of iiingiiesiuin-litliiurri :illoys 
can ever be as low as that of niagnesiuni or aluniin~im. 

Regarding cost, i t  must be recognized that the light alloys provide 
more volume of material for n pound of weight. Thus, a. poulid of 
LA141A alloy is equivalent to 2 pounds of aliiniinuni on a volume basis. 
However, this relationship is not ~is~i:illy considered by most rna.nufac- 
turing conip:inies. 

There is some reason to believe that niagnesiiini-litliiuni alloys might 
competa inore successfully with plastics thnn with other metals in com- 
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mercial applications. The alloys have about the same weight as plas- 
tics but have much greater rigidity and strength. Again, cost is a 
major factor in the competition between plastics and metals. The 
magnesium-lithium alloys probably will be used only where properties 
are more important than cost. 

.I 

Concepts for 

Increased Use of Magnesium-Lithium Alloys 

This survey revealed that one or two companies are beginning to 
make effective use of the magnesium-lithium alloys. Even in t h w  
cases there are many other applications in which the alloys might be 
used to achieve weight reductions, and such applications are being 
studied as time and funds permit. The survey also showed that the 
present usage of the alloys by organizations engaged in space-vehicle 
development is very small compared with their potential usage since 
these alloys can save weight in components and systems in which weight 
savings are critically needed. 

The effect of widespread use of the alloys in the space industry on 
their long-range use in other fields cannot be assessed at this time. 
However, in the case of titanium, increased use in defense and space 
applications brought about reductions in bhe cost of production. This 
has made it possible for commercially-oriented companies to start using 
titanium on a modest scale. 

DISSEMINATION OF INFORMATION 

There has always been a certain amount of apathy by the aircraft 
industry toward the use of magnesium. This was caused, in part, 
by poorly conceived early designs that called for magnesium when 
the material should not have been used or should have been used more 
conservatively. The apathy results also from ignorance of magne- 
sium and from the natural tendency of designers and engineers to use 
rnaterials that they have used before. 

During this survey the impression was obtained that in the various 
aerospace organizations ContSLcted, including NA4SA agencies, many 
key persons were either uninformed or misinformed about the magne- 
sium-lithium alloys. For example, they were not aware of the appli- 
cations in which the alloys have been successfully used to date. 
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RESEARCH AND DEVELOPMENT 

Research and development are needed on the following problems. 

Melting and Casting 

As stated earlier, the present method of melting and casting is not 
optimum. The first melting practice used in this country was de- 
veloped at lhttelle. It consisted of melting under a LiC1-LiF flux. 
Later, alloys wore melted at Hattelle under argon or in a partial 
vacuum. Dow has used variations of the flux-melting process. 
13rooks and Perkins apparent,ly is using the argon process. 

It is felt that the optimum melting and casting process should make 
use of flux to clean the metal and permit recycling of scrap ; it should 
nlso utilize an inert atmosphere or vacuum to avoid further oxidation 
of the melt. 

The development of a process that might be applied to production 
will require a fairly long-range effort, possibly 2 years. This research 
is recommended as one avenue by which the cost of the alloys might 
be reduced. 

Corrosion-Protection Treatments 

Several treatments developed originally for commercial magnesium 
alloys have been applied with fair  success to magnesium-lithium al- 
loys. These are the Dow 17, HAE,* fluoride-anodize, and stannate 
treatments. All of them require subsequent paint coatings, preferably 
baking or room-temperature curing resins, for protection in outdoor, 
salt-air, or humid environments. No coating process has been found 
that will pass with complete success the most stringent military corro- 
sion tests, e.g., MIL-E-52'72. 

Concerning plated coatings, a limited research effort has been made 
to develop electroplated or chemically plated coatings of tin, nickel, 
and other metals. As yet no metallic coating process is completely 
satisfactory for the magnesium-lithium alloys. These coatings are 
needed ( 1) for soldering electrical connections to magnesium-lithium 
hardware and (2) for protection in certain environments. 

Research is needed to develop improved coatings of both metallic 
and nonmetallic types and to evaluate the existing military corrosion- 
test specifications in terms of their applicability to the environments in 
which magnesium-lithium alloys are expected to be used. 

Brazing Alloy and Process Development 

L41though the magnesium-lithium alloys are readily weldable, there 
is no brazing filler metal that will work successfully with these alloys. 

*Named for the inventor of the process, H. A. Evangelides. 
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Here again, research is needed to develop a brazing alloy and a suitable 
process for brazing magnesium-lithium alloys. 

4 

Evaluation of N e w  Alloys 

The LA2933 (Mg-g%Li-3%A1-3%Zn) alloy, which was suggested 
by the r a n t  Battelle research as a possible candidate for applications 
in which a higher strength material than LA141A is needed, should be 
evaluated more thoroughly. Additional data are needed on its thsr- 
mal stability, mechanical properties, fabrication characteristics, and 
corrosion resistance before the alloy can be made on a production basis. 
The same type of effort should be applied to the Frankford Arsenal 
alloy, Mg-14o/oLi-3o/oAg-5 %Zn-2% Si. 



Appendix: Current Specifications For LA141A Alloy 

Minimum 

strength 

I i ’ Nomlnul thickness, inch tensile 

I Lbjiny, min I 
I 

0.010 to 0.090, inc l . . _ . - . _ ._  
0.091 to 0.250, inc l . - . _ . -_ ._  
0.251 to 2.000, incl. _ _  - -. - - 

19 000 
19 000 
18 000 

40 

Yield strength at 0.2% 
olfset or at extension 

indicated (E=6000000) Elongation, 
% in 2 In. 

Or 4 D,  min 
Extension 

Lb/inl, niin under load, 
In. in 2 in. 

I I ~~ ~ 

I :8 15000 0.0090 
14000 0.0087 
13000 0.0083 1 10 

I I 
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Thickness 

0.010-0.090 
0.091-0.250 
0.251-2.00 

Protective treutinent 
Unless otherwise specified, material shall be oiled with a light. 

corrosion-inhibi'ting oil. Material shall be protected during shipment 
and storage by interleaving with suitable page sheets. 

BROOKS AND PERKINS, INC. 
SPECIFICATION BP-$125 REVISION B 

MAGNESIUM-LITHIUM ALLOY LA141 A 
SHEET AND PLATE 

('hem icat composition 
. .  Lithlum 13.00-15.00 

Aluminum _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  1.00- 1.50 
Manganese - _ _  - _ _ _ _ _  _ _ _ _  _ _ _ _ _ _ _ - - _ _ - _ _ 0.15 max 
Silicon _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  0.10 max 
Copper - _ _ _  _ _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  _ _  _ _ _ _  _ _ _ _  0.04 max 
Iron _ - _ - _ _ _ _ _ _  - _ _ _ _ _ _ _ _ _ _ _  _ _ _ _ - _ _ _ _ _ - _ 0.005 max 
Nickel _ _ _  _ _ _ _  _ _ _ _ _ _ _ - _ _  _ _ _ _ _ _  _ _ _ _ _ _  - - - 0.005 max 
Sodium _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  _ _ _ _  _ _ _ _  _ _ _  _ _  _ 0.005 rnax 
Total of other impurities _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  0.30 max 
Magnesium - _ _ _ _ _ _ _ _ - - _ _ _ _ _ _ _ _ _ _ _ _ _ _ - _ Remainder 

. .  

Temper 

lized condition, 300' F, 3 to 6 hours. 
Mechunicnl properties* 

Magnesium-lithium sheet and plate shall be supplied in the stabi- 

Tensi!e strength, Yield strength Elongation in 
Iblin', min at 0.29 offset, 2 inch. 

lblin?, min % min 

19 000 15 000 10 
19 000 14 000 10 
18 000 13 000 10 

*Properties of plate greater than 2 inches and of extrusions shall be mutually 
agreed upon 'by purchaser and seller. 

Tolerances 
Tolerances of magnesium-lithium sheet and plate shall comply with 

Federal Standard No. 245 for all thicknesses. F1at)ness tolerances 
shall comply with paragraphs 3a, 3b, and 3c. 

Finish 

Pickled and Oiled": under 0.020 in. oiled. 
. The material shall be supplied with a standard mill hish--"Acid- 
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Protective treatment 

-1merican Anti-Rnst Oil No. 12 or equivalent, before shipment. 
The inaterial shall be treated with a light corrosion-inhibiting oil, - 1  

IBM, FEDERAL SYSTEMS D I V I S I O N  f 
SPECIFICATION 600941 7 

.If ~ ~ g s ? i ~ s i i i m  ,Ilioy Kheet and I'latr 
i$Li-f.&l? ( L l l j l ' q  

'l'lie In11 spxitication is identicxl to ~1MS-4386 with respect to 
It :ilso specitic.es the 3- to :il!oy coniposition :ind temile properties. 

6-hour, :230° F st:ibi'liz:itioii treatment. 

LOCKHEED MISSILES AND SPACE C O M P A N Y  
L A C  0 7 - 4 1 9 4 A  DECEMBER 26,  1963  

1,ochlireci Missiles and S p - e  C'ompiniy has prepared :L :entat ive 
speriticat ioii. Sinw the specificiition Iias not been ofici:dly releilsed, it 
wil t  :tot bo quotcd Iicrc. I t  t lors  not (lifer iii:itei~i:iIly froni tlie in- 
forniiit ion preseiitcd itlmvt). 

. 
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